











focused on innovation.

We've always stayed ahead in this business by being focused on
innovation. Our partnership with Carbon Cure™ allows us to be more
transparent with customers about our product.

Dave Carter
Executive Vice President,
Brampton Brick

CO, is collected from CO, is diverted to the CO, is brought to us to inject The resulting masonry products are
Ontario factories. concrete plant. into our products. superheros for the environment.

new look, same great features. . .

We've refreshed our website with a new look to enhance your experience with us! Start your next project at BramptonBrick.com and
experience intuitive menus, helpful directions and beautiful photographs showing real-world applications of our products. There are easy-
to-navigate multi-media features, FAQ's, and even a Brick Calculator.

Research our entire product line « Get design ideas « Get practical tips to realize any design goal « Download or order a catalog

Research Products Photo Library
Brick Calculator Locate a Dealer
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general
information OAKS

BY BRAMPTON BRICK

MASONRY ACCESSORIES

Masonry Cement Bags, Masonry Pigments,
Reinforcing Wire

CANADIAN STANDARDS GUIDE

Canadian Standards Association (CSA)

CSA A165 series, CSA Standards on Concrete Masonry Units
Masonry Construction for Buildings CSA A371

Fired Masonry Brick made from Clay or
Shale CSA A82

Connectors for Masonry CSA A370
Mortar and Grout for Unit Masonry CSA A179
For the most current information on

Canadian Codes and Standards, please visit: www.csa.ca

AMERICAN STANDARDS GUIDE
American Society for Testing and Materials (ASTM)

ASTM (55, Standard Specification for
Concrete Building Brick

Terminology for Clay Products C43

Test Methods for Sampling and Testing Brick
and Structural Clay Tile C67

Standard Specification for Facing Brick

(Solid Masonry Units made from Clay
or Shale) C216

Specification for Mortar for Unit Masonry C270
Specification for Grout for Masonry C476
Standard Specification for Hollow Brick

(Hollow Masonry Units made from Clay
or Shale) C652

Standard Specification for Loadbearing Concrete
Masonry Units C90

For the most current information on

American Codes and Standards, please visit: www.astm.org

LIMITATIONS

The integrity and durability of masonry is dependent on
the design of the building and masonry workmanship.
Adherence to local building codes is necessary to ensure
long-term durability of the masonry.

Brick, Block and Stone representations shown in this
publication are intended to convey the general color, texture
and appearance of the product. Variations may occur in the
manufacturing and printing process. Always select masonry
products from an actual product sample.




architectural landscape products. ..
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Oaks Concrete Products have gained the reputation of innovation and versatility in the industrial, commercial and institutional (ICl) market.
Our commitment to being supplier of choice drives the development and manufacturing of a wide variety of ICl products to meet all your

structural and aesthetic design requirements.

OAKSpavers.com 1.800.709.0AKS (6257) canaor |+ 1.800.876.0AKS (6257) usa
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BRAMPTON
BRICK

Trusted Source

Brampton
225 Wanless Drive
Brampton, ON L7A 1E9
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Brockville
3007 County Rd. #29
PO Box 143 Brockville, ON K6V 5V2
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Hillsdale
2108 Flos Road Four East,
Hillsdale, ON LOL 1VO
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455 Rodick Road
Markham, ON L6G 1B2
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Detroit
51744 Pontiac Trail
Wixom, MI 48393

Farmersburg
1256 East County Rd. 950 N.
Farmersburg, IN 47850
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BramptonBrick.com

B 1.800.GO.BRICK (462.7425) (Canada)
== 1.844.GO.BRICK (462.7425) (USA)
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Product representations shown in this publication are intended to convey the general
color, texture and appearance of the product. Variations may occur in the manufacturing
and printing process. Always select from an actual product sample.
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