Jointing Sand to bottom of
chamfer.
Geotextile 300mm (12")

wide , turn up against curb Concrete Pavers

200mm to 600mm (8" to 24") wide Saw cut pavement
rebar reinforced concrete header curb and seal joint
(designed by others). Elevation to be

6mm (") below adjacent pavers and Maintain typical joint
asphalt. Set depth to subgrade when width adjacent to curb. 25mm (1”) Bedding
different base materials are used Layer, conforms to
under the asphalt and pavers. / \ CSA A23.1 with <1%
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\//\//\”/\//\”/\//\//\//\//\//\///\//\/ N/ \//\//\//\//\//\// Minimum ~ 300mm  (12")
\//\\\//\\\//&\\//\\\//&\\//\\V\\/\\/ NN 2N \\/\\/\\\/\\\/\\\V/\\\/ overlap between panels.
\/\\/\/\\//\V//\// A Compacted native soil subgrade. //

Minimum 98% standard Proctor, or in
accordance with recommendations
in the geotechnical report

This graphic represents a preliminary,

non site-specific design. If used for .
O N, w m construction, a registered professional Header Curb Adjacent to
engineer must be retained to review Existi ng >m_U3 alt
LANDSCAPE PRODUCTS & approve the design, confirm site

conditions, and inspect construction.




